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TEST NO. P- 

TOTi   Filler Metal/ Electrode and Filler Wire For SAE 4340 Steel, 
,260-292 KSI Heat Treat Range, Evaluation Of 

OWEflft Determine from tensile and hardneas tests of welds in SAE 
•4340 steel which of six candidate electrodes and filler 
wires will provide welds heat treatable to the 260-292 
K3I strength;'level,. ■,:,     ;:■,;; ■:.., 

Test Specimens & Procedure; Welaments for the evaluation teats 
were made using P & H 4340, BA 91, and Airco Special Electrodes 
and Oxweld 71i Oxweld MW, and A 613-filler wires. 

''' - , ■•' 1 h :'' 
Welding was done by Convair production welders. The plates for 
welding were preheated to^approximately 450 F and maintained at 
this temperature during and after welding until stress relieved 
at 1150 P. Before sectioning for specimens, the welded plates 
were magnaflux and X-ray inspected.   ■ ■• 

Transverse tensile specimens and all-weid-metal tensile specimens 
were,^obtained, from the, butt welded plates as shown in Figures 1 

'■ and 2, respectively. All the specimens were heat treated by heating 
to 1550 F, holding 30 minutes,, quenching In oil, and double 
tempering for 2 hours at 400 F. Following heat treatment, the 
specimens were finish machined to size. The testing was conducted 
on a 120,000 pound capacity Baldwin universal test machine! 

Results; ^Test results.are tabulated In -Tables I and II. 

Discussiont 'The strength range of (260-292) ksi was not consistent]'/ 
obtained with any of the electrodes or filler wires evaluated. Weld 
Joint efficiencies of 'Over 90^5 or 245 ksi were obtained with both 
the P & H 4340 electrode and the Oxweld 71 filler wire. Both of 
these welding materials exhibited very good ductility as measured 
by percent elongation and reduction of area. 

Two of the electrodes evaluated in the transverse weld tests were 
experimental and only available In limited quantities, and there- 
fore, were not tested as. all-weld specimens. The brittle fractures 
that were obtained with the Oxweld IW filler wire eliminated it 
from further consideration. 

Conclusion:'None of the candidate filler materials consistently 
provided welds in the 260-292 kSi strength, range in 4340 plate". 

♦Strainarat#3Was. approximately .003 •in./in./niu. thru yield. 

WITNESSt BV ^ / ^ ü//^uy 

OkVb 9/6/60 
■ ' CHECKED JJLifhl '/CLc$~**~* 

APPROVED   J^V     /^W'iA-Ä 
/*"""■ ^ |l ,     *  Jf 

C^t^ A** 'äS' (S- H i* M*"*»" ' 



C 0 N YlAfl 
A DIVISION or oiNrui orNAMiei «:o«Ki«i|<»i 

(fOW WO|TH) 
"'"""' I   "I,1:    I   "   'I          'ffWl|lf!!|i 

■ I* I 

I      > 

' ■  -* i 

■":.;V I
l,.";i!r:'i'ii:; C!;: 

PAGL 
RIPORT NO, PTDM Nn,   2S90 
MODE,   RTSA  

-jl' ■I;-'# 

il 

'?1#W$6:.»ii,:t V-':,*;,!; 

'•?. •.v!,'*,,.,,■;;.), ^iiiv^v^^r*^ 

«^MPM 8.0 

:6öV/ 

^r 
/■o 

■•13 

DATE 9/^/60 

8.0 

;8 
.38 

F/G. 7  - r/?ANSV£RSE    T£NSIL£,  W£LDMENT 
/AND   SPECIMEN   DIMENSIONS. ' 

UTIUTY «|(»0»T SMUT 
D«port<>«nt & 



:'.;:■■. 

C 0 H V A I R 
A DIVISION Of OtNtlAL DYNAMICS COKPORATION 

(PORT WORTH) 

REPORT NOJEIDM    P69Q.. 
MODE!     B-5S  
DATF   9/6/pQ  

> 
-t-,.      ■ if... 

'i, :l 

A'.".-1' 'i- .„'«t.., ;:V,I;.J;. 

'   A 

i.O 

. 

KTT 

6:0 

■■SOS 

/2.0 

\ y \ 1 

r  ' 
■75 

, •       -30 

f.C 
— .25 / ^ 

flG, Z-   ALL-WELD-METAL   SPECIMEN 
10CAT1ON. ' 

ummr ««>« jHiir D*partn»nt 4 



I'age 4 
FTDM 2690 



rage 3 
FTDM 2690 

/ 



UNCLASSIFIED 

UNCLASSIFIED 


